
Specification Revision Technique Type Description Owning Organization Superceded By supercedes

#626 C NICKEL PLATE Engineering Standard #626 (Nickel Plating Power Elements) ROS010

0588S STRIP Strip Ni-Aluminide, AlO3 GEA010

09-03-051 CHEM FILM Chem Film Coating CLEAR HON010

09-04-016 BLACK OXIDE Black Oxide & 900 Oil HON010

09-04-017 CAD BRIGHT Cad Plate Clear Chromate HON010

09-04-018 CAD BRIGHT Cad Plate and Chromate HON010

09-04-019 CAD BRIGHT Cad Plate Clear Chromate HON010

09-04-020 CAD BRIGHT Cad Plate and Chromate HON010

09-04-021 CHEM FILM Chem Film Coating GOLD HON010

09-04-022 CHEM FILM Chem Film Coating CLEAR HON010

09-04-023 CHEM FILM Chem Film Coating GOLD HON010

09-04-024 NICKEL PLATE Semi-Bright Ni HON010

09-04-026 PASSIVATE Passivate Nitric Acid HON010

09-04-030 ANODIZE S Sulfuric Ano/ Bright / HW SEAL HON010

09-04-032 ANODIZE S Sulfuric Ano/SemiGloss/HW SEAL HON010

09-04-033 ANODIZE S Sulfuric Anodize / NI SEAL HON010

09-04-035 ANODIZE S Sulfuric Ano/Natural/NI SEAL HON010

09-04-036 ANODIZE S Sulfuric Ano/Yellow/SD SEAL HON010

09-04-038 ANODIZE S Sulfuric Ano/Dye/NI SEAL HON010

09-04-046 TIN DULL Alkaline Tin HON010

09-04-047 TIN DULL Alkaline Tin HON010

09-04-049 BLACK OXIDE Black Finish Copper HON010

09-04-057 BLACK OXIDE Black Finish Copper HON010

09-04-066 ANODIZE B Boric-Sulfuric/Dilute Cr Seal HON010

09-04-074 BRIGHT DIP Bright Dip Copper HON010

09-04-082 CLEANING Clean Aluminum HON010

09-04-083 CLEANING Cleaning HON010

09-04-089 ANODIZE S Sulfuric Ano/Frost-Etch/HW HON010

09-04-103 ANODIZE S Thin Sulfuric Anodize SD Seal HON010

10067599 B DFL Lubricant, Solid Film GEN010

119A2115 T DFL Resin Bonded, Heat Cured, Solid Film Lubricant GEN010

12008-05*530 F ANODIZE S Sulfuric Anodize Tri Cr Seal DUP010

151112 F E-NICKEL Electroless Nickel Plate, Thermal Treat to Harden THO020

15405-01*620 C ANODIZE S Sulfuric Anodize / SEALED DUP010

20-30-03 NOV 01-2019 PROCESS General Cleaning Procedures BOE010

3026240 PROCESS MoS2 + Sb2O3 + Au HAR020

304 X ZINC PLATE Specification for Zinc Plating ESN400

32-49-01 31 MAY 2013 PROCESS Maintenance Processes HON010

338 V SILVER PLATE Silver Plating ESN400

48S269 F TIN BRIGHT Tin Plating GLO030

49S100 A CAD BRIGHT Plating, Cadmium GLO030

5-1037-0 B PROCESS Sputtered MoS2 AER050

5-1111-0 A PROCESS MoS2 Sb203+Au AER050

5-1237-0 C PROCESS Sputter Application COB010

5-1238-0 C PROCESS Sputter Application AER050

5-360-0 C PROCESS Ion Lead Plating AER050

50-53 2/28/1994 NICKEL PLATE Electro-Nickel Plating Formula EAT010

51-20-06 NOV 7/16 PASSIVATE Stainless Steel Passivation EMB010

5191127 K DFL Lubricant, Solid Film NAV010

580-0068 J ZINC PLATE Process, Finish, Zinc Plate ROC010

580-0139 J BLACK OXIDE Black Finish Copper ROC015

5D1-2961 J DFL Coating Dry Fim, Heat Cured Lubricant AIR030

5D1-5289 H PHOSPHATE Heavy Zinc Phosphate Coating on Metal AIR030

5D1-5321 B CHEM FILM Chromate Conversion Coating of Aluminum, Aluminum Alloys AIR030

6600158 C ANODIZE H Anodic Coating, FEP Impregnated for Aluminum HUG010

70-23-07 109 STRIP Strip THERMAL SPRAY AL2O3 GEA010

70-23-09 106 STRIP Stripping Tungsten Carbide Thermal Sprayed Coating GEA010

70-23-15 109 STRIP Strip Anodize Coating from Aluminum GEA010

70-23-22 100 STRIP Strip Therm Barrier & NiCrAlY GEA010

70-30-08 01/06 PHOSPHATE Phosphate Coating 1500mg/ft2 HON010

72-23-03 18 ETCH Outlet Guide Vane Fan Stator Vane Assembly GEA010

78-32-18 15 MAR 2016 CAD DULL Cadmium Plate CHROMATE HAR040

79P050000 AN CHEM FILM Standard General Process and Finish Specification LOC010

83114JR J ETCH Etching of Diallyl Phthalate Molded Parts HAM010

905-0020-001 A TIN BRIGHT Requirements for Bright Acid Plating AIR050

905-0023-001 A ANODIZE S Sulfuric Anodizing of Aluminum AIR050

905-0034-001 TIN DULL Copper/Tin Plating for Satin/Tin Finish AIR050

92-030103 1.1 E-NICKEL Electroless Nickel SUM010 MIL-DTL-26074

9902101-03 Y ZINC PLATE Zinc Plating HON010

9902105-04 Y NICKEL PLATE Plating, Nickel, Electrodeposited HON010



9902106-05 V E-NICKEL Plating, Nickel, Electroless, As-Plated HON010

9904102-01 AJ ANODIZE C Anodizing Aluminum HON010

9904151 AZ CHEM FILM Gold Chem Film HON010

9904159 C CHEM FILM Hexavalent-Chrome Free Coating HON010

9904252 D BLACK OXIDE Black Oxide Coatings on Ferrous Alloys HON010

9904301-02 AA PASSIVATE Passivation, Corrosion Resistant Steel HON010

99207HS178 S1 PASSIVATE Passivate / Visual Inspect GEA010

A50TF147 S12 DFL Heat Cured Solid Film Lubricant GEA010

A50TF9 S10 DFL Titanium Compatible Anti-Seize Compounds GEA010

A7309999 U PHOSPHATE Phosphate per MIL-DTL-16232 TM/TZ C2 USA010

AHS10052 2 PHOSPHATE Pre-treatment and Selected Sealants and Lubricant Drawing BAE010

AMS 03-2 C PASSIVATE Cleaning and Preparation of Metal Surfaces AMS010

AMS 2400 Y CAD BRIGHT Plating, Cadmium AMS010

AMS 2402 L ZINC PLATE Plating, Zinc AMS010

AMS 2403 R NICKEL PLATE Plating, Nickel, General Purpose AMS010

AMS 2404 J E-NICKEL Plating, Electroless Nickel AMS010 AMS-C-26074 REV C

AMS 2405 E E-NICKEL Electroless Nickel Plating Low Phosphorus AMS010

AMS 2406 P CHROME HARD Plating, Chromium Hard Deposit AMS010

AMS 2408 K TIN BRIGHT Tin Plating AMS010

AMS 2410 L SILVER PLATE Plating, Silver, Nickel Strike, High Bake AMS010

AMS 2411 J SILVER PLATE Plating, Silver, for High Temperature Applications AMS010

AMS 2412 L SILVER PLATE Plating, Silver, Copper Strike, Low Bake AMS010

AMS 2416 M NICKEL-CAD Plating, Nickel-Cadmium Diffused AMS010

AMS 2418 K COPPER PLATE Copper Plating AMS010 MIL-C-14550

AMS 2424 G NICKEL PLATE Plating, Nickel, Low-Stressed Deposit AMS010

AMS 2444 A PROCESS Coating, Titanium Nitride Physical Vapor Deposition AMS010

AMS 2460 B CHROME PLATE Plating, Chromium AMS010 AMS-QQ-C-320

AMS 2469 K ANODIZE H Hard Anodic Coating on Aluminum and Aluminum Alloys AMS010 AMS 2468

AMS 2470 P ANODIZE C Chromic Anodize AMS010

AMS 2471 K ANODIZE S Sulfuric Anodize No Dye SD AMS010

AMS 2472 H ANODIZE S Anodic Treatment of Aluminum Alloys Sulfuric Acid Process, Dyed Coatings AMS010

AMS 2473 J CHEM FILM Chemical Film Treatment for Aluminum Alloys General Purpose Coating AMS010

AMS 2480 J PHOSPHATE Zinc Phosphate Treat AMS010

AMS 2481 K PHOSPHATE Phosphate Treatment, Anti-Chafing AMS010

AMS 2482 E ANODIZE H Hard Anodic Coating on Aluminum Alloys AMS010

AMS 2485 L BLACK OXIDE Coating, Black Oxide AMS010

AMS 2550 F PASSIVATE Treatment of Sheet Metal Parts - Corrosion-Resistant Steel AMS010

AMS 2700 F PASSIVATE Passivation of Corrosion Resistant Steels AMS010

AMS-C-26074 D E-NICKEL Electroless Nickel Coatings AMS010 MIL-DTL-26074

AMS-QQ-N-290 D NICKEL PLATE Nickel Plating AMS010

AMS-QQ-P-35 A PASSIVATE Passivation Treatments for Corrosion-Resistance Steel AMS010 AMS 2700 M1 C4

AMS-QQ-P-416 G CAD PLATE Cadmium Plating AMS010 QQ-P-416

AMWI-E-7.4-1 1.2 PROCESS Purchase Order Specifications - Plating Supplier AME030

AS-1701 F DFL Solid Film Lubricant SAE010

AS-4501 H ANODIZE S Anodic Coatings for Aluminum Alloys JAN010

AS-4800 W CHEM FILM Conversion Coating of Aluminum and Aluminum Alloy JAN010

AS-5272 F DFL Solid Film, Heat Cured Lubricant SAE010 MIL-L-46010

AS-5528 F DFL Lubricant Application, Solid Film, Heat Cured, Corrosion Inhibiting SAE010

AS-7466 F PASSIVATE Cleaning SAE010

ASTM-A-380/A380M 17 CLEANING Cleaning, Descaling, and Passivation of Stainless Steel Parts, Equipment, and Systems AST010 ASTM-A-380

ASTM-A-967 05 PASSIVATE Chemical Passivation Treatments for Stainless Steel Parts AST010 ASTM-A-967/A967M

ASTM-A-967/A967M 17 PASSIVATE Chemical Passivation Treatments for Stainless Steel Parts AST010 ASTM-A-967

ASTM-B-281 88 STRIP Preparation of Copper and Copper-Base Alloys for Electroplating and Conversion Coating AST010

ASTM-B-488 18 GOLD PLATE Gold Plating AST010

ASTM-B-545 22 TIN BRIGHT Electrodeposited Coatings for Tin AST010 MIL-T-10727 TI

ASTM-B-633 23 ZINC PLATE Zinc Plate AST010 QQ-Z-325

ASTM-B-689 97 EC1 NICKEL PLATE Electroplated Engineering Nickel Coatings AST010

ASTM-B-700 20 SILVER PLATE Electrodeposited Coatings of Silver for Engineering Use AST010

ASTM-B-733 22 E-NICKEL Autocatalytic (Electroless) Nickel-Phosphorus Coatings on Metal AST010

ASTM-B-734 97 COPPER PLATE Standard Specification for Electrodeposited Copper for Engineering Uses AST010

ASTM-B-766 86 CAD DULL Electrodeposited Coatings of Cadmium AST010 ASTM-A-165

ASTM-B-921 08 CHEM FILM Non-Hexavalent Chromium Conversion Coatings on Aluminum and Aluminum Alloys AST010

ASTM-D-1730 09 ANODIZE C Preparation of Aluminum and Aluminum-Alloy Surfaces for Painting AST010

ASTM-F-1941/F1941M 16 ZINC PLATE Electrodeposited Coatings on Mechanical Fasteners AST010 ASTM-F-1941

BAC 5625 H PASSIVATE Surface Treatments for Ferrous Alloys BOE010

BAC 5632 G ANODIZE B Boric-Sulfuric/Dilute Cr Seal BOE010

BAC 5719 AB CHEM FILM Chem Film Touch-Up Boeing BOE010

BAC 5771 J STRIP Stripping Inorganic Finishes BOE010

BAPS 160-026 C E-NICKEL Electroless Nickel Plating BOM010

BAPS 180-001 A CLEANING Alkaline Cleaning BOM010

BAPS 180-009 C CLEANING Solvent Cleaning BOM010



BAPS 180-032 B CLEANING Acid Cleaning and Deoxidizing of Aluminum Alloys BOM010

BAPS 180-040 A CLEANING Aqueous Degreasing BOM010

BPS4528 B DFL Solid Dry Film Lubricant Coatings PAR020

C.G.S. 10.4 A ANODIZE H Hard Anodize NO SEAL / PTFE CON020

CFM56 70-23-16 89 STRIP Removal of Sulfuric and Chromic Acid Anodize Treatment GEA010

CFM56 70-23-23 MAY 31, 2004 STRIP Strip Black oxide GEA010

CFM56 70-61-32 89 ANODIZE S Sulfuric Acid Anodizing GEA010

CFM56 70-62-11 09/30/2020 PHOSPHATE Mang Phosphate & NO Oil GEA010

CFM56 70-62-14 89 CHEM FILM Spot Touch-Up of Oxide Film Coating on Aluminum Alloys GEA010

CFM56-5 72-23-03 08/11/2011 ETCH Metallic Leading Etch Repair GEA010

CGAMS 0027 B PROCESS Aluminum Bronze Vac Deposit CHR050

CPS1000 - STRIP Anodizing Aluminum Alloys HAM010

CPS1000-01 - ANODIZE Anodizing Aluminum Alloys HAM010

CSFS024 E CAD BRIGHT Cadmium Plate, Steel and Copper Alloys CES010

CTP 2085 12/17/2018 STRIP Strip per CTP Procedure GEA010

D100-21-0027 N/R CLEANING Pre-bond Aluminum Clean and Package PAR020

DEMUSZ_STRIP_01 STRIP Strip thermal spray CIN010

DFO-A50TF147 10 DFL Heat Cured Solid Film Lubricant GEA010

DFO-A50TF9 5 DFL Titanium Compatible Anti-Seize Compounds GEA010

DSS15215 C PROCESS MoS2/Sb2O3 Coating no Au MOO010

ECS-1087 C PROCESS Ion Lead Plate per ECS-1087 TIM020

ECS-1099 H PROCESS MoS2/Sb2O3/Au TIM020

EDI 464 B ANODIZE S Thin Sulfuric Anodize TIIB ROL010

EMS52576 - PROCESS Coatings, Gold, Physical Vapor Deposited HON010

ENG-028 3/21/2019 ZINC PLATE Zinc Plating PAC030

EPS 11304 K ANODIZE C Surface Preparation for Aluminum and Aluminum Alloys ROL010

EPS 11785 C CHEM FILM Chem Film Coating GOLD ROL010 AMS 2473

EPS 327 A PROCESS ION LEAD PLATE TIM020

EPS 56 D E-NICKEL Electroless Nickel Plating, No Hardness Bake AER030

EPS-11250 D PASSIVATE Passivation Austenitic Heat and Corrosion Resistance Steels and Alloys ROL010

EPS-11712 G DFL Application of Matrix Bonded Lubricant ROL010

EPS-11715 J DFL Application of Surface Bonded Lubricant ROL010

EPS4202 A CHEM FILM Hexavalent Gold Chemical Film PAR020

EPS4231 B PASSIVATE Passivation Treatment PAR020

EPS4249 B CAD BRIGHT Cadmium Plating PAR020

ES 5.18 D NICKEL-CAD Nickel Cadmium Diffuse Plating GOO010

ES 6.118 K E-NICKEL Electroless Nickel Plating GOO010

ES 6.131 E CHROME HARD Coating: Chromium Plating (electro deposited) GOO010

ES 6.155 C STRIP Treatment, Pickling of Nickel and Cobalt Based Super Alloys GOO010

ES 6.156 C DFL Application of Loctite 39897 Dry Film Lubricant GOO010

ES 6.16 AN ANODIZE S Aluminum Anodize GOO010

ES 6.18 L CAD BRIGHT Treatment: Cadmium Plating GOO010

ES 6.19 K PASSIVATE Treatment: Passivating GOO010

ES 6.207 - CHEM FILM Chem Film Coating CLEAR GOO010

ES 6.29 P CHEM FILM Chem Film Hex Chrome Gold GOO010

ES 6.45 U ANODIZE H Treatment: Hardcoat for Aluminum Alloys GOO010

ES 6.64 DFL Dry Film Lubricant or Zinc Phosphate Application GOO010

ES 6.90 G E-NICKEL Plating, Electroless Nickel, Bake to Harden GOO010

ES6-715 PROCESS Application of Copper on Aluminum Substances PAR020

F-016 U PASSIVATE Passivation of Corrosion-Resistant Steels RAY010

F-023 N ANODIZE S Sulfuric Anodize RAY010

F-516 U ANODIZE S Finish Specification Advanced Concept Ejection Seat UNI040

F50TF106 S3 DFL Assembly Aid Lubricant Application GEA010

F50TF95 S5 DFL Anti-Seize Compounds for Fastener Applications GEA010

F50TF98 S6 DFL Thermally Cured, Solid Film Lubricant GEA010

F70A2 S6 COPPER PLATE Dull Copper Electroplate GEN050

F70B1 S11 ZINC PLATE Bright Zinc Electroplate GEN050

F70B4 S7 ZINC PLATE Chromate Treated Bright Zinc Electroplate GEN050

F70B4A S7 ZINC PLATE Zinc Plate Gold Chromate GEN050

F70C-CD3-1 12 CAD BRIGHT Cadmium Plating of Ferrous Metal Parts GEN050

F70D-CD3-3 11 CHROME HARD Hard Chrome GEN050 F70D-CD3-1

F70D7 S5 CHROME DEC Chromium Plate GEN050

F70E-HW4 NICKEL PLATE Bright Nickel Electroplate GEN050

F70E3 S6 NICKEL PLATE Bright Nickel Electroplate GEN050

F70F2 S9 TIN DULL Dull Tin Electroplate GEN050

F70H-CD3-1 11 SILVER PLATE Silver Plating on Copper Alloys and Steel GEN050

F70H2 S7 SILVER PLATE Dull Silver Electroplate GEN050

F71F-CD3-2 2 E-NICKEL Plating Electroless Nickel GEN050

FEIS 115 4 PASSIVATE Passivation of Corrosion Resisting Steel UTC010

FI-1722 J PROCESS Titanium Nitriding of Metallic Materials HON010

FI-1766 A PROCESS TiN Post Processing HON010



FN-1 A PASSIVATE Passivation of Stainless Steel AWH010

FPS-3001 G CLEANING Contractor's Finish Specification for F-16 Air Combat Fighter LOC010

GPS3000-1 U PASSIVATE Cleaning and Passivation, Corrosion Resistant Steels and Heat-Resistant Alloys HON010

GPS3211-1 AB DFL Solid Film Lubricant, Application HON010

GPS7313-1 F DFL Coating, Solid Film HON010 AS-8118

HDS1340 21 PASSIVATE Process Control HAM010

HJPS-6008 A2 CAD BRIGHT Cadmium Finishes HON030

HP 9-25 D DESCALE Pickling of Copper and Copper Alloys RAY010

HPMI CLEAN GRI050 PASSIVATE Clean and Brighten HOH010

HPMI STRIP STRIP Strip per Hohman Procedure HOH010

HPS 2804 B PROCESS Ion Plated Gold HOH010

HPS 2805 B PROCESS ION SILVER PLATE HOH010

HPS 2809 G PROCESS Sputter Application HOH010

HPS 2817 F PROCESS MoS2+Sb2O3 HOH010

HPS 2832 G PROCESS MoS2 Sb203+Au HOH010

HPS 2851 PROCESS MoS2 Sb203+Au for Loral hoh010

HPS 2853 PROCESS Aluminum Bronze Vac Deposit HOH010

HPS1020 C DFL Solid Film Lubricant, Application HON010

HS240 E CHEM FILM Chemical Films for Aluminum and Aluminum Alloys COL030

HS246 M CHROME HARD Engineering Hard Chrome HAM010

HTS65L1000 H DFL Dry Film Lubricant TRI010

HTS66Z1000 G E-NICKEL Nickel Plating Specification TRI010

IFC 30-272-02E 2 PROCESS DFL LOCTITE 39897 MES010

IFP-008 M ZINC PLATE Zinc Coating, Electrodeposited HAR010

ITB-3021 PROCESS MoS2 3,000-4,000 A IND010

JMW317 - PASSIVATE Passivate Nitric Acid CON010

JS0012 B NICKEL PLATE Nickel Plate .0003-.0005 UNI080

LAC 0501 SILVER PLATE Silver Plating LOC010

LAC 3580 D PROCESS Sputtered MoS2 Type Coatings, Application of LOC010

LPS-101 U COPPER PLATE Copper LYC010

LS1091284 - ZINC PLATE Fastener Finish GEN010

M690278 AH CHEM FILM Chem Film HON010

M69527 R ANODIZE S Sulfuric Anodize DYED BLACK HON010

MAP-201044 K CLEANING General Cleaning - Lockheed Martin LOC010

MC-1061 Q ANODIZE C Anodizing Aluminum and Aluminum Alloys CES010

MC-1081 P CAD BRIGHT Cadmium Plating CES010

MC-1082 C E-NICKEL Wear-Resistant Electroless Nickel Plating CES010

MC-1112 D PHOSPHATE Supplementary Zinc Phos on Cad CES010

MC9459-01 A ANTI TARNISH Silver Anti-Tarnish Treatment HON010

MIL-C-26074 E E-NICKEL Requirements for Electroless Nickel Coatings MIL010 AMS-C-26074

MIL-C-5541 E CHEM FILM Chem Film MIL010 MIL-DTL-5541

MIL-DTL-13924 F BLACK OXIDE Coating, Oxide, Black, for Ferrous Metals MIL010 MIL-C-13924

MIL-DTL-14072 G ZINC PLATE Finishes for Ground Based Electronic Equipment MIL010

MIL-DTL-16232 H PHOSPHATE Phosphate MIL010 DOD-P-16232

MIL-DTL-45204 D GOLD PLATE Gold Plating mil010

MIL-DTL-5002 F PASSIVATE Surface Treatments and Inorganic Coatings for Metal Surfaces of Weapons Systems MIL010 MIL-S-5002

MIL-DTL-53072 G CLEANING Cleaning for Pre-Treatment MIL010

MIL-DTL-5541 F CHEM FILM CHEMICAL CONVERSION COATINGS ON ALUMINUM AND ALUMINUM ALLOYS MIL010 MIL-C-5541

MIL-DTL-81706 B, AMD. 1 CHEM FILM CHEMICAL CONVERSION MATERIALS FOR COATING ALUMINUM AND ALUMINUM ALLOYS MIL010

MIL-F-495 E, AMD. 1 BLACK OXIDE Finish, Chemical, Black, For Copper Alloys MIL010

MIL-HDBK-808 96 PROCESS Finish, Protective and Codes for Finishing Schemes MIL010 MIL-STD-808

MIL-L-23398 D, AMD. 2 DFL Lubricant, Solid Film, Air-Cured, Corrosion Inhibiting MIL010

MIL-PRF-23377 K PRIME Primer Coatings: Epoxy, High-Solids MIL010

MIL-PRF-46010 H DFL Lubricant, Solid Film, Heat Cured, Corrosion Inhibiting MIL010

MIL-PRF-46147 D AMD 1 DFL LUBRICANT, SOLID FILM, AIR CURED, CORROSION INHIBITING MIL010 MIL-L-46147

MIL-PRF-81329 E DFL Lubricant, Solid Film, Extreme Environment MIL010

MIL-PRF-8625 F, AMD. 2 ANODIZE Anodic Coatings for Aluminum and Aluminum Alloy MIL010 MIL-A-8625

MIL-S-5002 D PASSIVATE Surface Treatmens & Inorganic Coatings MIL010 MIL-DTL-5002

MIL-STD-171 F PROCESS Finishing of Metal & Wood Surfaces MIL010

MIL-STD-186 F PROCESS Protective Finishing MIL010

MP-SOW-0295 C ANODIZE H Hard Anodize, No Dye, No Seal NOR010

MPR 1069/N F NICKEL PLATE Nickel and E-Nickel Plate NAV050

MR_01617 2 STRIP Strip & Clean GEA010

MR_01618 2 STRIP Strip & Clean GEA010

MR_01619 3 STRIP Strip & Clean GEA010

MR_01620 2 STRIP Strip & Clean GEA010

MS37.14 AD PRIME Primer, Epoxy Base HAM010

NASM8831 5 CAD DULL Fasteners, Alloy Steel, Externally Threaded AER040

P-1000 AQ ANODIZE Surface Treatment Standards TRO010

P-103-6 AH PASSIVATE METAL FINISHING PASSIVATION OF STAINLESS STEEL PARTS PER AMS 2700 PAR020

P.S. 103 Z PASSIVATE Passivate Nitric Acid TRI010



P3001-P3024 U PROCESS Electroplating WIL020

P3100-P3103 L ANODIZE Anodic Coating for Aluminum and Aluminum Alloys WIL020

P3210-P3216 R CHEM FILM CHEMICAL CONVERSION COATINGS ON ALUMINUM AND ALUMINUM ALLOYS WIL020

P3610 E PASSIVATE Passivation of Corrosion & Heat Resistant Alloys WIL020

P4-HC2 JUNE 9, 1955 CLEANING Cleaning of Copper & Copper Alloys GEN050

P4-TE5A S2 DESCALE Descaling of Stainless Steel GEA010

P4K-WB1 S2 BRIGHT DIP Bright Dip, Copper & Copper Alloys AME010

P4TF3 S12 CLEANING Alkaline Cleaning of Titanium Alloys GEA010

P4TF9 S4 ETCH Chemical (Acid) Etching GEA010

PI-5743 A ANODIZE H Process Instruction for Hard Anodizing of Al and Al alloys ALL010

PLT 2416K 1 NICKEL-CAD Plating, Nickel-Cadmium Diffused TRU057

PN13.06 N CHROME HARD Engineering Hard Chrome HAM010

PN13.12-03 F E-NICKEL Plating, Electroless Nickel HAM010

PN14.06-01 AA ANODIZE C Anodizing, Aluminum Alloys HAM010 CPS1000 TI

PN14.06-03 C ANODIZE S Thin Sulfuric Anodize Cr Seal HAM010

PN14.10 AC PASSIVATE Passivation of Corrosion Resistance Steels HAM010

PN14.12 AK CHEM FILM CHEM FILM GOLD HAM010

PN15.01 AV PRIME Primer, Epoxy Base, Application of HAM010

PN15.66 F STRIP Chemical Stripping of Inorganic Coatings HAM010

PRC-5003 C CHROME HARD Process Specification for Electrodeposited Chromium Plating NAS010

PS 1002 A ANODIZE S Anodic Coatings QUE010

PS 111.21 11 E-NICKEL Generic Process Specification for Surface Treatment RAF010

PS 13001 T PASSIVATE Passivate Nitric Acid BOE010

PS 13112 N NICKEL PLATE Plating, Nickel Electro BOE010

PS 13205 H CLEANING Phosphatizing of Ferrous Metals BOE010

PS1003 00 CAD BRIGHT Cadmium Plating QUE010

PS11206 L PASSIVATE Passivation of Stainless Steel AST020

PWA 10 W NICKEL PLATE Nickel Plating for Brazing PRA010

PWA 19 AK NICKEL PLATE Nickel Plating for Brazing PRA010

PWA 291 F PROCESS Titanium Nitride Coating PRA010

PWA 36104 K PROCESS Arc Vapor Deposition Coating PRA010

PWA 36483 B PRIME Primer, Bismaleimide PRA010

PWA 36523 A DFL Anti-Seize Coating PRA010

PWA 36545 T DFL ESNALUBE 382 PRA010

PWA 36568 D PRIME PRIMER, EPOXY PRA010

PWA 36830 C PRIME Adhesive Primer Application PRA010

PWA 36950 N NICKEL PLATE Nickel Plating for Brazing PRA010

PWA 478 H PRIME Primer, Resin Base PRA010

PWA 611 AG PRIME Adhesive Bonding Procedure and Tests PRA010

PWA 83 AH CLEANING Cleaning of Parts to be Adhesive Bonded, Sealed, or Filled PRA010

PWA 830 BY ANODIZE C Protective Treatments PRA010

PWA-S-2400 G CAD PLATE Plating, Cadmium PRA010

PWA-S-2412 B SILVER PLATE Plating, Silver, Copper Strike, Low Bake PRA010

PWA-S-2416 D NICKEL-CAD Plating, Nickel-Cadmium Diffused PRA010

PWA-S-2471 C ANODIZE S Sulfuric Anodize Tri Cr Seal PRA010

QQ-C-320 B, AMD 4 CHROME PLATE Chromium Plating (Electrodeposited) FED010 AMS 2460

QQ-P-416 F, AMD. 3 CAD PLATE Cadmium Plate FED010

QQ-P-416 -DULL TII C2 REV E E CAD DULL Cadmium Plate CHROMATE FED010

QQ-S-365 D CAD DULL Silver Plating, Electrodeposited FED010

RA1109-320 A PROCESS Copper Ion Plate AER010

RA1609-085 NEW PROCESS Ion Lead Plate AER010

RAPWA36220 NEW PROCESS MoS2 AER010

RAPWASP1142 C PROCESS Sputter MoS2 5000-7500 A AER010

RAPWASP19 NEW NICKEL PLATE Nickel Plating for Brazing AER010

REPAIR 0046 007 STRIP Strip Tungsten Carbide GEA010

REPAIR 0300 001 STRIP Stripping Seal Teeth of Thermal Sprayed Coating GEA010

RPS 54 12 ANODIZE S Anodising of Aluminum and Aluminum Alloys ROL010

RRP 51005 A STRIP Removal of Thermal Spray Coatings ROL010 RPS 592 APPX 11

SA 4530-2 ODC AD SILVER PLATE Plating, Silver, Copper Strike, Low Bake BAR020

SPOP 209 CLEANING DEGREASE PRA010

SPS-209 P PASSIVATE Passivation of Corrosion Resistant Steels EAT010

SSG01423 A PROCESS SSG01423 MoS2+Sb2O3 LTE010

STRIP AND RE-COAT JOURNALS1 STRIP Strip and Re-coat Journals GEA010

T56-T-52 17 OCT 2001 STRIP Stripping of Plasma Tung Carb ROL010

TP 6196 A STRIP Strip per CTS Technical Plan CIN010

TT-C-490 H PROCESS Chemical Conversion Coatings and Pretreatments for Ferrous Surfaces FED010

V2500 A1A5 SPM 70-33-17 BLACK OXIDE Black Oxide STA040

VP6463 A DFL Solid Film Lubricant, Application VER010

WBS5027 AA NICKEL PLATE Nickel Plating for Brazing HON010

WFR-537 4 STRIP Strip GEA010

WFR-574 5 STRIP Strip GEA010



WFR-595 6 STRIP Strip GEA010

WFR-620 8 STRIP Strip GEA010

WFR-649 3 STRIP Strip GEA010


